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In this work we analyze GISAXS measurements of the structure factor of Si surfaces evolving

during 1 keV Ar+ ion bombardment. Using newly-developed methods sensitive to the full range of
experimentally-available wavenumbers g, we extract the linear amplification rate R(q) governing
surface stability over a range of wavenumbers 4-5 times larger than has previously been obtained.
Comparing with theoretical models also retaining full wavenumber-dependence, we find an excellent
fit of the experimental data over the full range of irradiation angles and wavenumbers. Moreover,

the fitted parameter values represent experimental evaluation of the magnitudes of most physical
mechanisms currently believed to be important to the pattern-formation process. In all cases, the
extracted values agree well with direct observations or atomistic simulations of the same quantities,
suggesting that GISAXS analysis may allow more powerful comparison between experiment and theory
than had previously been thought.

Energetic ions and atoms play an important role in a wide variety of surface and thin film processes including
plasma etching, sputter deposition, and ion beam assisted deposition. At low energy irradiation, where the effect
of the ions is confined primarily to the surface, a variety of surface modification phenomena are observed, includ-
ing ultra-smoothening on the one hand!, or alternatively, the spontaneous formation of arrays of nanostructures,
with lengths as small as 10 nm?. Because ion bombardment is already ubiquitous in industrial settings, and is
relatively inexpensive compared to other surface processing techniques, self-organized patterning by ion bom-
bardment could enable a simple, economical means of inducing well-defined nanoscale structures in a variety of
settings. Understanding the fundamental behavior of surfaces during ion bombardment is therefore a vital goal;
however, despite many years of research on the topic, a predictive understanding of such structure formation has
proved elusive.

The goal of most theoretical studies into ion-induced pattern formation is to understand the evolution of the
surface height h(r, t) = h(x, y, t) - where x corresponds to the in-plane projection of the ion direction, y is the
in-plane direction perpendicular to x. A conceptually powerful approach is to focus on very early times during
pattern development, when the amplitude of undulations in the surface height are very small, and the evolution
is well-approximated by a linear first-order differential equation of the form:

aI:I/(q: t) T
—————= = R(qQ)h(q, t) + , t
" (@h(q, 1) + B(q, 1) )
where hi(q, t) is the Fourier transform of h(r, t), the linear coefficient R(q) is called the amplification factor or
dispersion relation, and the constant (3(q, ) is the Fourier transform of a stochastic noise. A positive R(q) at a given
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bombardment angle drives exponential amplification of modes of wavevector q leading to topographic instability.
Conversely a negative R(q) dampens fluctuations and stabilizes modes of wavevector g, leading to smoothing®.

The linear framework represented by Eq. (1) becomes especially powerful when coupled to GISAXS meas-
urements of surface scattering, which correlate to the surface structure factor S(q, t) when the surface structure
amplitudes are small. As described in prior work® 3, the early-time assumption that surface dynamics are gov-
erned by Eq. (1) leads to a solution governing the evolution of the structure factor of the form

S(g, 0) +

(S(q, D) = aq exp2R(@)1] — ——

2R(q) 2R(q) 2)

where « is the amplitude of the noise. By fitting the experimentally-measured timeseries S(q, t) for each wave-
number g to Eq. (2), the dispersion relation R(g) can be reconstructed, and then compared directly to theoretical
models of early surface morphology dynamics, in principle providing a direct connection between theory and
experiment. This approach was used previously to compare the relative contributions of sputtered vs redistributed
atoms during ion bombardment*°.

However, despite their contributions, these initial explorations were constrained by a focus on small wave-
numbers |q|. Experimentally, ion-induced nanostructures often have characteristic wavelengths X larger than the
thickness ki, of a thin amorphous film that develops atop an irradiated crystalline semiconductor. This naturally
suggests a characteristic dimensionless number Q = hq that is limited in its magnitude. In GISAXS experiments,
the limited range of Q means that the structure factor S(q, ) has the greatest intensity and variation at small wav-
enumbers, and refs 4, 5 focused on a range of ¢ € [0.1, 0.4]nm ' considerably smaller than the full range
q € [0.1, 1.5]nm ™ recorded by the detector. In theoretical models, the limited range of Q leads to a common
simplification called the longwave approximation, in which the amplification factor R(q) is expanded as a Taylor
series about g = 0. For pure materials this leads to approximations of the form

R(@) ~ —S,(0)g] — S,(0)q; — B©)|q[*, 3)

where S, (0) are irradiation angle-dependent coefficients for the curvature-dependent surface response in the two
directions, and B(0) is the coefficient of an unconditionally-stabilizing surface energy relaxation mechanism (usu-
ally presumed to be isotropic), that is required to regularize the system in the case that Sy y(f) < 0.

Although useful in the development of physical intuition, the longwave approximation suffers from two very
important drawbacks in the context of experimental hypothesis testing with GISAXS. First, the approximation (3)
is quantitatively poor as Q increases. For example, in a typical experiment from recent studies on Si with 1keV Ar*t
bombardment, we observed at § = 65° the formation of ripples with a wavenumber of about g ~ 0.28 nm ™4 on
a thin film with a thickness of approximately 6 nm®. The resulting value of Q ~ 1.7 is greater than unity, and
therefore calls into question the validity of the truncated expansion (3). Second, and more perniciously, a focus
on small wavenumbers hinders the distinguishing of different physical effects. Many physical processes occur simul-
taneously during ion bombardment, including (a) the sputtering of some surface atoms’?, (b) the relocation of
many others™ %11 (c) surface diffusion® 2, (d) the creation of stress within the film'*-'7, and (e) the relaxation of
strain and surface energies via viscous flow'®-’. Critically, all of these processes lead to longwave linear growth
rates with the same form exhibited in Eq. (3), making an experimental estimation of the relative magnitudes of
different effects very difficult. Only at higher values of Q will different physical mechanisms be readily
distinguished.

We here present a study dedicated to the comprehensive consideration of the high-Q regime, asking (a) how
best to obtain and analyze the full range of experimentally-available data to evaluate R(Q) at high values of Q, (b)
whether models retaining full Q-dependence will provide a significantly better fit to the resulting values, and (c)
whether these new fits enable us to distinguish different contributions to the fundamental physics of ion-induced
pattern formation. Our principal findings are fourfold:

1. With careful attention to noise reduction in both the experimental and analytical stages, it is possible to
extract meaningful measurements of the dispersion relation that extend to high values of Q.

2. Itis only possible to fit the resulting amplification rates using theoretical models retaining full Q-depend-
ence; therefore such models should be preferred for all tasks involving quantitative comparison with
experiment.

3. Fits of better models to broader data allows evaluation of more model parameters than has previously been
possible; indeed, we obtain reasonable values of the magnitudes of most mechanisms of interest.

4. There is significant evidence that ion-induced stress may play an equal or greater role in ion-induced pat-
tern formation than competing mechanisms such as erosion and impact-induced redistribution.

These findings, which represent the first direct experimental comparison between the relative magnitude of
various physical mechanisms operating during ion-bombardment of pure materials, suggest that GISAXS analy-
sis may represent a considerably more powerful tool for the comparison of theory and experiment than had previ-
ously been thought. We therefore include as many details of our approach as possible to facilitate future efforts in
this direction. Moreover, we release the software we developed to perform our analyses as an open-source library.

Results
Using the methods described below in the Methods section, we obtained our primary results in three stages.
First, we performed GISAXS measurements of the structure factor S(q, t) associated with early times during the
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Figure 1. Results of analyzing GISAXS data over an extended range of q (squares), together with fits of that data
to models retaining full wavenumber dependence (curves). Shown are (a) evaluations of R(g,, 0) for irradiation
angles § € [0, 20, 35, 45, 65, 80] over therangeq € [—1.5, 1.5] nm~, and (b) evaluations of R(0, q},) for
irradiation angles of § € [0, 25, 45, 55, 70, 80, 85] over the rangeq € [—1.25, 1.25]nm ™%

irradiation process. Second, using a newly-developed statistical approach, we fit the parameters in Eq. (2) to the
resulting data to extract values of R(q,, 0) and R(0, g,) for a variety of angles of incidence, over a much wider range
of g than has previously been obtained. Third, we used the extracted R(q) to fit the parameters in a composite
model containing the three most widely-studied physical mechanisms known to operate during ion-induced
pattern formation on amorphous, monotomic targets:

o) (_Qlsinh2Q) — 2]
2hy 1+ 2Q° + cosh(2Q)
QZ
[1 + 2Q* + cosh(2Q)]
—cE )1 — exp(— %(Dq)z)).

R(q)

~6fACT0)

)

In this composite model, the first term on the right-hand side is Orchard’s result for viscous flow due to surface
energy relaxation'8, containing the surface energy -, the fluidity ', and amorphous film thickness . The sec-
ond term is a result describing viscous flow due to an ion-induced stress?!, containing the flux f, a measure A of
the stress generated per ion impact, and a shape function C)s(‘f;“(e) that can differ in the x- and y-directions. The
third term is a simplification of Bradley’s result for the effect of ion-induced sputtering?, containing another
shape function c;}if;"(e) and a characteristic lengthscale D. This composite model omits surface diffusion (dis-
cussed below), but is otherwise an essentially complete aggregate of known mechanisms.

The extracted R(q), and the fitted composite models, are shown in Fig. (1), where good agreement between
experiment and model is observed. Of course, the total number of parameters in the model means that the sig-
nificance of the fit quality depends on whether or not the fitted values of the parameters match up with external
estimates where such are available, or at least with general expectations where external estimates are unavailable.
Therefore, we now turn to a more detailed consideration of the angle-dependence of the fitted parameter values.
For consistency with previously published results studying long-wavelength approximations, and comparisons
between mechanisms with the same long-wavelength form and units, we will discuss, in addition to the physical
parameters in the problem, the coeflicients of the long-wave approximations of each of the three mechanisms just
described, defined via
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Figure 2. Comparison of (a) fitted values of the film depth, to (b) values obtained from simulation using
TRI3DST. Essentially exact agreement is observed across all angles.
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Figure 3. (a) Fitted values of the fluidity 1(9). We note the decrease toward zero as § — 90° (as expected of a
flux-driven mechanism), and the reasonable agreement between coeflicient values in the x and y directions (as
expected of an isotropic mechanism). (b) Comparison to simulated values of the model in Eq. (8) (scaled to
show shape rather than absolute magnitude).
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Film thickness. In the ion-enhanced viscous flow conceptualization proposed by Umbach!® and adopted
by more recent models of stress?" %, viscous flow is confined to a thin surface layer that is provided an enhanced
fluidity due to the energy deposited by ions in collision cascades. Sigmund’s prolate Gaussian ellipsoid approxi-
mation of energy deposition suggests that the thickness would be a decreasing function of angle?*, which suggests
the form for hy(6) appearing in Eq. (15). In Fig. 2a, we plot the fitted values of /,(0), which do indeed exhibit a
decreasing trend, from around 6.5 nm to around 3 nm as 6 increases.

Although these values seem reasonable, they can readily be compared to simulations of ion impact using
atomistic simulations. Using TRI3DST? via the PyCraters library?, we performed 1000 simulations of 1000 eV
Art — Siat each of 9 angles. As a measure of the film depth, we take the mean plus two standard deviations of the
ion implantation distribution (see e.g., ref. 24; this approach produces very good agreement with limited exper-
imental data available in ref. 27). The results are plotted in Fig. 2b. Comparing to final results for the fitted film
depth in Fig. 2a, we find very good agreement between fit and simulation.

Fluidity. We now turn to the effective fluidity parameter '. Within the ion-enhanced viscous flow concep-
tualization, this fluidity is assumed to be proportional to the deposited power through the ion flux. Because the
flux through a plane normal to the surface decreases like cos (), we might expect the fitted value of 5 to decrease
with increasing . Moreover, because the viscous flow mechanism is isotropic, we should expect the fitted value to
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Figure 4. Fitted values of (a) the longwave stress coeflicient Stress(6?) = 3fAh )s(“ffs, and (b) the rate coefﬁaent
fAC Stress(0) We note the excellent agreement of the latter with theoretlcally predlcted forms {cos(26), cos*(0)}.

be the same regardless of the direction from which it is measured. Fitted values of ;' are shown in Fig. 3a, where
both expectations are confirmed. (We note that both properties can also be observed directly from the R(g) curves
in Fig. 1, whose slopes in the limit g — oo of Eq. (4) are seen to be proportional to v/n). These findings are
intriguing, because although viscous flow is increasingly assumed to be the dominant relaxation mechanism®?,
few estimates of this parameter exist in the literature.

The magnitude of our fitted values, represented by 17(0), can be compared to the only known estimate of
fluidity, found in the supplemental material of ref. 4. There, molecular dynamics simulations in ref. 20 are extrap-
olated to the present irradiation environment, obtaining an estimate of ) ~ 2.5 x 10'? Pas. Here, because the

constants By, and h, are independent fit parameters, they can be used directly to evaluate the viscosity in the
thin film:

+h(0)
3BOrch.(0)

where we have used a surface energy of y=1.36 J/m?>2® 2%, This is within about an order of magnitude of the scaled
simulation result obtained in ref. 4; because the latter is, itself, an estimate with some uncertainty, we consider this
a reasonable level of agreement.

The angle-dependence of the fluidity, represented by 1)/ '(0), has not received much attention in the lit-
erature. We therefore briefly propose a potential model that could be informed by BCA simulations. If one
assumes that the viscous relaxation occurs continuously and globally at all points in the film, then the power
could simply be divided by the film thickness to obtain the average power density:

it cos(G)E(G))
n )Miho(e) ®)

where E(0) is the deposited energy per impact. Like h, above, E(f) can be estimated from TRI3DST, by subtract-
ing the energies of sputtered atoms and reflected ions from the incoming ion energy. Simulated values of this
function are shown in Fig. 3b, showing reasonable agreement with the fitted values in Fig. 3a. This suggests inter-
esting questions for future efforts to understand the atomistic mechanisms of ion-enhanced fluidity.

7(0) = = 1.5 x 10" Pasec

Stress Coefficient. We next turn to the angle-dependent coefficient of stress. For comparison with prior
studies using the long-wave approximation, we first report the value of Sy'y**(6) in Fig. 4a. Then, we present the
same data in a different form, plotting fACY'y"*(6) in Fig. 4b. The resultlng curves are very consistent with the
functional forms predicted in ref. 21: Stre35(0) {cos(26), cos*(6)}. Therefore, we may use them to make a direct
experimental evaluation of the parameter group fA ~ 3 x 10~ *s'. We note that the agreement with theory is not
apparent in the longwave limit — Because the longwave coefficient Sy'y** contains h, which itself depends on 0, it
has a different angular dependence than the parameter group fAC Stress(19)

As an external test of these fitted values, we may use them to predict the stress in the amorphous film, which can
be compared to a direct experimental observation using wafer curvature measurements. On the one hand, ref. 21
gives the steady thin film stress in terms of fA and 7, which appear in the forms for C;V and C5 . This allows
a translation from fitted coeflicients to implied steady stress:

stress (0) ' Z/Yho
BOrch.(O) 3 (9)

On the other hand, the stress in the film can be inferred directly from wafer curvature measurements. Under
normal incidence irradiation at 1keV; using the same ion source and flux that was used to obtain the amplification
factors in Section 6, we have measured the development of a steady-state compressive stress of approximately
0.2-0.3 GPa, in very good agreement with the values inferred from the fits. We note that this value is slightly above
the 0.2 GPa attributed in ref. 29 to the amorphization of the thin film.

HTOcheory = 6fA77
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Figure 5. Comparison of coeflicients of displacement effects. (a) As fitted to Eq. (14) from the values of R(g).

(b) As computed from crater funcglon simulations at 18 irradiation angles using PyCraters®, using an atomic

volume for Silicon of Q ~ - andafluxof f~ 2 x 10222 ions_ a5 used at BNL. (Note that the uncertainty
Cm sec

intervals in the x-direction are qulte large, but symmetric. Therefore, to facilitate visual comparison, parts of
some error bars are cut off).

Model X’y |a[nm] | b[nm] | d[nm]
Orchard only 225 |52 9.4 —
Orchard + Bradley 99.6 | 5.9 0.0 11
Orchard + Norris 71.6 |0.0 9.3 —
Orchard + Norris 4 Bradley 332 |33 3.5 4.4

Table 1. Summary of fit results for different model combinations. The parameters {a, b, d} are defined below
in the Methods section. The first three entries are strictly for comparative purposes; only the final model is
discussed in the Results section.

Prompt Effects. We conclude by examining the fitted values of the displacement term, SyP"(6). These are
displayed in Fig. 5a. As an external test of these values, we turn to the “Crater Function Framework developed to
predict the angle-dependent form of these coefficients directly from the results of atomistic simulation of individ-
ual ion impacts (see general results in ref. 30, and subsequent particular results in refs 31 and 32). Using the
“PyCraters” Python library®®, we obtained values of s;g{?l(e) for the experimental conditions described above.
These are plotted in Fig. 5b.

Comparing these panels, we see that the fitted values show reasonable agreement with the simulated values
given the uncertainties and sources of noise inherent in our overall approach - the agreement in S P () is nearly
exact, while the fitted values of Sy *P":(), for which me made an important simplification, are of the right order of
magnitude (we note that greater deviations from simulated values are accompanied by larger error bars). This
finding lends support to a hypothesis, offered in Methods below, that redistribution may have a similar form in
the wavenumber g as does erosion. In particular, it is known that Sy displ(9) is composed of erosive contributions
that are purely negative, and larger contributions from red1str1but10n that are purely positive®. Both contribu-
tions are required to produce the curves obtained from simulation in Fig. 5b, and the essentially exact agreement
between the simulated Sy displ-(9) and the fitted values in Fig. 5a (which are less uncertain than those for Sdllel 6))
suggests the presence of both erosion and redistribution in the latter.

Discussion

For each of the model parameters described above, we found that fits of the extracted dispersion relations to the
composite model (4) produced estimates that were in reasonable to excellent agreement with available external
simulations, experiments, or theoretical predictions. This finding has several implications. First, it suggests that
(4) is a reasonably complete description of the dynamics of the irradiated surface. Indeed, when any one mecha-
nism is omitted from the model, the quality of both the overall fits, and the per-parameter agreement between fits
and external estimates, decreases significantly (see Table 1). This is precisely what one would expect given a model
that is “as simple as possible, but not simpler”

Second, the favorable agreement between the fitted parameter values and available external estimates (e.g. the
film thickness) builds confidence in the validity of those fitted values for which external estimates are unavailable.
Indeed, the fitting process we have employed here can be viewed as the experimental inference of
previously-unavailable parameter values. In particular, we have obtained values of the fluidity 77" and stress
parameter A, for which no direct experimental measurement strategies currently exist. Ultimately, this approach
allows us to overcome a long-standing inability, introduced above, to distinguish physical mechanisms with the
same limiting form in the long-wave limit. Here, with access to amplification rates for a much wider range of
wavenumbers, such distinctions have become possible.
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A straightforward demonstration of this last point can be made in the case of the surface energy relaxation
mechanism. Early theoretical models of surface structure formation invoked atomic surface diffusion as the ref.
12, which produces linearized contributions to R(g) of the form

RMullins(q) = -y ‘q|4 > (10)

where + is again the surface energy, and p is a temperature-dependent mobility. The quartic behavior of this
mechanism directly informed the quartic term in the longwave approximation (3); indeed, because the compet-
ing Orchard mechanism (11) is also quartic in the longwave limit g — 0, it has often been viewed as a “drop-in”
replacement for surface diffusion at low operating temperatures. Within the present context, however, we are
focused on the opposing limit g — oo. As described above, in this limit the Orchard mechanism grows linearly in
q, which is drastically different than the quartic response exhibited by surface diffusion in the same limit.
Therefore, the observation in Fig. 1 of nearly linear growth in R(q) speaks strongly and directly in favor of the
Orchard mechanism rather than that of surface diffusion (and is the reason we did not include surface diffusion
in the composite model (4)).

A more recent, and still unresolved question on mechanisms concerns the magnitude of the stress effect rel-
ative to the prompt collisional effects of erosion and redistribution?'. In ref. 31, the combination of simulated
values of displacement coefficients and an estimate of the strength of surface-confined viscous flow was found
to produce good agreement with experimental data on pattern wavelengths for 250 eV Art — Si. In ref. 21, the
combination of stress and viscous flow was also found to produce good agreement with the data, this time without
the need to estimate any parameters. Unfortunately, because these two mechanisms look identical in the limit
q— 0, it was not previously possible to estimate the relative magnitude of these two effects. Here, by comparing
Figs 4a and 5a, we see that the magnitudes of the stress coefficient significantly exceed those of the displacement
coeflicient at angles below # = 45°. At higher angles, however, erosion seems to play an important role in suppress-
ing the instability in the x-direction associated with stress, and driving its own instability in the y-direction. This
result suggests that a solid understanding of both stress and displacement effects will be required for predictive
models of ion irradiation, especially near grazing incidence.

We conclude by summarizing four important findings of this work:

1. With the use of hierarchical fitting methods exploiting the assumed uncorrelated nature of system noise, it
is possible to extract much more information from GISAXS analysis of surface roughening than previously
reported. In particular, compared to prior studies limited to the range g € [0.1, 0.4]nm™ ", we have
obtained values of the linear dispersion relation over the full range of wavenumbers g € [0.1, 1.5]nm™
accessible to the x-ray detector in a typical beam line.

2. Although longwave approximations of the dispersion relation associated with ion bombardment are
convenient for intuitive theoretical discussions, they are inappropriate for comparison with experimen-
tal results containing data at higher values of q. Instead, dispersion relations retaining full wavenumber
dependence are required to obtain good agreement between experiment and theory. As a demonstration
of this point, we found that the high-g data are entirely inconsistent with the use of surface diffusion as a
surface energy relaxation mechanism, but highly consistent with the use of thin-film viscous flow.

3. The comparison of experimental data across the full range of available wavenumbers, to linear models
retaining full wavenumber dependence, enables the extraction of significantly more model parameters
than has previously been possible. In particular, we are able to extract reasonable values of (a) the an-
gle-dependent thickness of the amorphous thin film, (b) the ion-enhanced fluidity within that film, (c) the
magnitude of the stress being generated by the ion beam, and (d) the strength of prompt atomic displace-
ment mechanisms. In each case the fitted values of these coeflicients agreed well with external theoretical,
experimental, and simulation results.

4. Most importantly, the approach we have employed enables the evaluation of absolute and relative strength
of hypothesized physical mechanisms during ion bombardment. In a direct comparison of the relative
magnitudes of the stress mechanism to the combined effects of erosion and redistribution, we find that
the former is significantly larger at angles below about § = 60°. Although questions remain regarding the
accuracy of BCA for estimating ion-induced displacement effects®?, the agreement of fits with the BCA in
this case strongly supports the possibility that stress may be more important than impact-induced redistri-
bution in the formation of patterns during low-energy ion bombardment of Si, and highlights the value of
efforts such as* ** to understand it in more detail.

1

However, we believe the most important result we have obtained lies in the methodology itself. The overall
quality of the composite model fits both to the underlying experimental data, and to external estimates of indi-
vidual model parameters, both supports the validity of the overall approach, and also suggests that the models
employed here encompass most of the relevant physical mechanisms in operation during ion bombardment.
The ability to extract most model parameters of interest directly from experimental data represents a significant
advance toward a comprehensive understanding of the ion-induced pattern formation process, and an increase
in the value of GISAXS studies more generally.

Methods

Experimental Methods. Two sets of data were used in these studies. For both, samples were p-doped
Si(001) with resistivity 1-10£2 - cm, affixed clipless to a molybdenum sample platen with extra care to minimize
secondary collisions that can lead to sputtering of impurities onto the surface. The sample platen was mounted in
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a custom vacuum chamber with base pressure 1 x 108 Torr. Samples were bombarded at room temperature with
1keV Ar" using a Physical Electronics Inc. PHI ion source with a beam diameter of approximately 1.5 cm.

Existing Data.  For x-ray experiments with projected incident x-ray beam direction parallel to the projected ion
beam direction on the sample (i.e., revealing corrugations perpendicular to the ion beam, which is typically called
the y-direction), we re-used measurements taken in refs 4 and 5. These experiments were performed using a
dedicated facility for the study of surface and thin film processes on beamline X21 at the National Synchrotron
Light Source (NSLS), using a photon energy of 10keV (0.124 nm wavelength) that was selected by a Si(111) mon-
ochromator and a flux of approximately 10'2 photons/s. The x-ray incidence angle on the sample surface was 0.82
from the surface tangent, and a 384 pixel linear detector measured the scattering pattern with an exit angle set to
the critical angle for silicon, 0.18. Samples were approximately 1 X 1 cm? in area and were affixed to the sample

platen using silver paste, and irradiated with an ion flux of approximately 2 x 10121‘;l reckoned in a plane

perpendicular to the ion beam. We collected data at irradiation angles § = {0, 25, 45, 55, 70, 80}. More details
of the experiment can be found in refs 4 and 5.

New Data. For x-ray measurements with projected incident x-ray beam direction perpendicular to the ion
beam direction (i.e., revealing corrugations parallel to the ion beam, which is typically called the x-direction),
new experiments were performed at the Cornell High-Energy Synchrotron Source (CHESS) on beamline G3 in a
facility that focuses on surface and thin film processes, using a photon energy of 11.2keV (0.111 nm wavelength)
selected by a Si(111) monochromator with a flux of approximately 3 x 1013& and beam dimensions
2mm x 1 mm. The x-ray incidence angle on the sample surface was 0.89°. Scattered photons were measured by a
497 x 195 pixel PILATUS area detector. Samples were approximately 1.25 X 1.25in? in order to cover the entire
elevated area of the sample platen to further minimize incorporation of metallic impurities, and were affixed
using molten indium. The ion flux was approximately1.2 x 1013120_115 reckoned in a plane perpendicular to the
ion beam. We collected data at ion incidence angles § = {0, 20, §n6, 5865 65}.
Discussion. Experimental work at the CHESS synchrotron was informed by the earlier experiments at the NSLS.
Analysis of NSLS data suggested that the nonlinear regime of nanopattern amplification may start at lower flu-
ences than previously expected, so experiments at CHESS focused on lower fluence nanopatterning. Before data
collection, samples were bombarded under vacuum with a fluence of at least 8.6 x 10%° % to remove native
oxide, amorphize the surface layer, and minimize initial transient behavior. Samples that had been sitting in
atmosphere had a critical GISAXS angle slightly different than that of samples having undergone significant bom-
bardment at vacuum, which we attribute to the removal of the native oxide layer. We ensured that each sample
was bombarded in vacuum for at least long enough to cause this shift in critical angle before using the sample for
data collection. To ensure amorphization, the chosen initial fluence was further selected to be at least one order of
magnitude greater than the amorphization fluences reported for 1keV Ar* irradiation of Si (111) and Ge (100),
which are in the range 0f0.9 — 3.0 x 10**12236, If data were to be collected for an irradiation angle associated
with [smoothing/roughening], then oxide was removed at an angle associated with [roughening/smoothing].
However, at CHESS an irregular beam intensity profile, as well as variations in beam position by as much as
200 m over the course of data collection for a single sample, resulted in a variable incident x-ray intensity that did
not correspond to any flux values measured upstream. This required scaling scattering patterns by observed cen-
tral peak intensity rather than measured incident beam intensity, as described in Section A of the Supplemental
Material. In addition, the larger sample size and wider beam profile at the CHESS facility resulted in a significant
fraction of the scattering signal originating outside the region of maximum ion beam intensity. Hence, although
the ion flux at CHESS was nominally higher than the ion flux at NSLS, our recorded intensity profiles strongly
suggest that the actual effective flux was lower at CHESS by a factor of about 3.3. To compensate for this, the time
scale of all CHESS experiments was decreased by a common factor of 3.3.

Analytical Methods. The analytical methods used in this manuscript have been made available as an
open-source library, called PyGLIDRE - Python GISAXS Llnear Dispersion Relation Extraction. This library
is described in some detail in Section B of the Supplemental Material; here we summarize the main background
and capabilities.

Prior Work. ~ As described above, at early times in the pattern formation process, one may assume that the ampli-
tude of surface structures is small, in which case the measured GISAXS intensity corresponds to the surface
structure factor S(q). By performing Fourier analysis on the linear governing Eq. (1), one obtains a solution to
the evolution of the structure factor of the form Eq. (2), which is then fit to the measured timeseries S(q, t) for
each wavenumber ¢ to reconstruct the dispersion relation R(q). If the x-ray beam is aligned in the same direction
as the ion beam, one obtains angle-dependent values of R(0, g,), whereas angle-dependent values of R(q,, 0) are
obtained if the x-ray beam is aligned perpendicular to the ion beam.

However, the analyses performed in refs 4, 5 were limited to a typical range of about g € [0.1, 0.4] nm™* for
most incidence angles, significantly narrower than the range g € [0, 1.5]nm™ ' available on the detector. The
reason is that above a certain value of ¢, the intensity is quite small initially, and almost immediately reaches the
(also small) steady value I = — . For an essentially constant data set, the problem of independently fitting
each of the three parameters {I;, R, } is under-determined, and results in very large variations in R and o as the
minimizer seeks very small reductions in the objective function (see blue squares in Fig. 6a,b, and compare the

SCIENTIFICREPORTS|7:2016 | DOI:10.1038/s41598-017-01059-x 8



www.nature.com/scientificreports/

—11} (b) J
M I ﬁ+’ [
-10¢ I
H %
gy ] - —9r i L] ]
P L 5 i)
N 8 - i
1 o 7 Ry s ey
u .. L} -
L]
_6‘ . n 4
W W local -5t i W local
@ Wl global W W global
4 L . . —a L . . .
=15 -1.0 -0.5 0.0 0.5 1.0 =15 -1.0 -0.5 0.0 0.5 1.0
alnm-1 qlnm™]
-3.8
BB g=0.15 -3t mm =25
—4.0F (c) B @ =030 (d) B8 t=45
@@ q=045 OO t=65
_4.2L O O g=0.60
OO g=0.75 .
> —4.41 0 O g=0.90 2
E ' B B g=1.05 2
ﬁ —a.6l -~ g = |mEa120 g
o —4.8¢ - | E
-50t g g g o0 o c o c o |
o oA 3 © ¢ O E o
- smmes g o ¢ § g 2
5.4 o= g L n n n n
"o 50 100 150 200 250 300 -1.5 -1.0 —-0.5 0.0 0.5 1.0 15
time [min] q[nm™']

Figure 6. An illustration and evaluation of the hierarchical fitting approach, for irradiation of Si by 1000 eV
Ar+ ions, at an angle of incidence of 20 degrees. (a) Fitted values of R(g) for local vs. hierarchical fits. (b) Fitted
values of « for local vs. hierarchical fits. (c¢) Comparison of data slices I(qy, t), for selected values of g, to
hierarchically-fitted values of the same. (d) Comparison of data slices I(g, t,) for selected values of #,, to
hierarchically-fitted values of the same [to facilitate evaluation, we have plotted every fifth value of g, and
displaced successive plots downwards by 0.5 units]. These results suggest that the hierarchical fit can return
much more information than a local fit, while remaining consistent with the underlying data. We also note that
the hierarchical fits of {R, o} are consistent with the local fits over the range g € [0.1, 0.3] where the local fits
produce meaningful results.

erratic behavior in (5)b for g > 0.4 with the essentially flat timeseries in (6)c for g > 0.4). Consequently, prior
studies have included values of R only for those values of g where both R and « could be independently obtained.

Hierarchical Fitting. To overcome this limitation, we here exploit the expected and observed properties of the
noise term. If the noise 3(g, f) produced by the ion gun is uncorrelated in space and time, as long assumed?’, then
the term « should be simply a constant, and indeed, over the range of g where the intensity varies enough to inde-
pendently fit {I;, R, a}, the fitted value of o does appear to be a constant. Based on this observation, we have
explicitly assumed that « is a constant, and fitted a single, global value of o across all values of g, while allowing I,
and R to be fitted locally for each value of g. This is accomplished with a hierarchical fitting strategy described in
the Supplemental Material. An example of the result is shown by the red squares in Fig. 6a,b, where we see the
improvement in the range of extracted values of R(q) and « attained by the hierarchical fits, noting that those fits
are consistent with the strictly local fits when the latter provide meaningful results. Then, in Fig. 6c,d we compare
cross-sections of the intensity function I(g, t) to hierarchical fits of the same, finding good agreement both for
selected constant values of g, and also for selected constant values of ¢, despite the selection of just a single value
of « for all values of g.

Modeling. We now consider the comparison of the recovered values of R(g) to various theoretical models.
Because our analytical approach yields values over a much wider range of g than was previously available, we can
see immediately from Fig. 1 that the longwave approximation in Eq. (3) is unlikely to be a good description of
R(Q) over this expanded range. Indeed, the most striking feature of our evaluations of R(g) is that they grow at
most linearly as Q — oo. It is therefore clear that Eq. (3) must be replaced with non-truncated models to attain
consistency with the observed behavior of R(Q) as Q — oc. (Indeed, attempts to fit Eq. (3) to the data return
negative values of B, a non-physical result that contradicts the explicit assumptions of models generating such
terms).

Thin-Film viscous flow. 'We begin by considering the mechanism of surface energy relaxation, which is usually
assumed to dominate surface dynamics in the limit ¢ — oc. The linear behavior of R(g) in this limit observed in
Fig. 1 strongly suggests the mechanism of ion-enhanced viscous flow', in which the ion beam enhances the flu-
idity of the amorphous layer, which then enables viscous flow in the Stokes limit of high viscosity. Such flow was
shown by Orchard to exhibit the dispersion relation'®
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i Q[sinh(2Q) — 2Q]
2nhy 1+ 2Q%* 4+ cosh(2Q) (11)

ROrchard(q) = -

where 77 is the fluidity, h, is the average amorphous film thickness, and Q = h,)|q|- Although widely known for
exhibiting quartic behavior at small wavenumbers (R  g* as ¢ — 0), this mechanism behaves linearly at high
wavenumbers (R o< gasq — 00). We note that although the Orchard mechanism has recently been favored over
e.g. surface-diffusion due to its consistency with studies on temperature dependence of the irradiation process,
and the results of molecular dynamics studies?, Fig. 1 represents, to our knowledge, the first experimental obser-
vation of definitively Orchard-like behavior under irradiation conditions.

Beam-Induced Stress. Because the Orchard model is unconditionally stable, whereas our data are consistent with
a well-known instability at high angles of incidence, we now need to add a mechanism capable of generating an
instability, for which a full-spectrum model is available. We first consider two recent models describing the effect
of ion beam-induced stress (which can be in the GPa range?’) on the viscous flow in the film. The first is due to
Castro and Cuerno??, and has the form

[sinh(2Q) — 2Q]
Q[1 + 2Q% + cosh(2Q)]’ (12)

Here, f; describes the characteristic strength of an angle-dependent “effective body force” (EBF), and Cyy™(6) is a
function of angle. The second is due to Norris?', and has a dispersion relation with the somewhat different form

QZ
(1 + 2Q* + cosh(2Q)] (13)

stress
RCastro/Cuemo fE (9)

RNorrls q) - 6fAC)S(t r§SS 0)

where fis the ion flux and A is the magnitude of an imparted stress-free strain, and again Cy y*(6) is a function of
angle. As discussed in ref. 21, the models differ in the way stress is introduced, leading to the different forms for
the first terms in Eqs (12) and (13) (the second term in each is again the Orchard relaxation rate). In principle, the
models could be distinguished experimentally through the polynomial versus exponential decay rates asQ — oo,
which arise due to different modeling assumptions. Unfortunately this distinction is more subtle than that exist-
ing between surface diffusion and surface-confined viscous flow, and because the models have the same behavior
for small values of Q, both yield about the same fit of the existing data. For the reasons discussed in ref. 21, we will
use Eq. (13) to perform the fits.

Prompt Atomic Displacements. The fitted value of R(q,, 0) for = 80° is unique among the data sets in that it
appears to asymptote to a non-zero constant as g — oo. This behavior is not compatible with either of the previ-
ous mechanisms. Suggestively, this angular and directional regime is precisely that in which erosive effects have
been presumed to be most important?"-3!. Therefore, we now consider the addition of the Sigmund model of
atomic sputtering” 8, for which the exact dispersion relation was recently obtained by Bradley?%

AJea’ a4c0s20
RBradley(qxs qy) = d
aﬁr) 20‘ BB,
& 2 3.
0)
x|cos*(f) — ex _a 2 B_z+a51n( ;
(0) — exp T 5

2 .
x[cosz(ﬁ) — L sin(9) iqx]
a

where AJe is a proportionality constant, a is the mean ion penetration distance, o and 3 are the longitudinal and

2 2
lateral straggles, and B, = (£) sin®(8) + (<) cos?(6) is a geometrical constant.
«

When using this result to help fit our extracted values of R(q), we will make two important assumptions. First,
for simplicity, we shall abbreviate this result to the following form

Roruae(0) dlspl(a)[l - eXP[_é(Dq)Z}] (14)

where constants and most of the angle dependence are absorbed into the function c;é{sgl-(e), and D is a character-
istic lengthscale of the collision cascade. This abbreviation is exact in the g,-direction (¢,=0) if = 3. In the
g,-direction, or if v = (3, the abbreviation is inexact, but nevertheless exhibits the same general dependence on
the wavenumber (a Gaussian transition from 0 to 1) while allowing all angle dependence to be represented by the
fit parameter Cy d'SPl ().

Second, although ref. 22 considered only the Sigmund model of erosion, we here hypothesize that the accom-
panying collisional mechanism of mass redistribution'°, though exhibiting a markedly different dependence on
irradiation angle* 3!, nevertheless exhibits a similar dependence on the wavenumber g. This is done in part by
necessity — existing models for redistribution are inherently longwave in nature, as no true analog of Sigmund’s
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model for erosion exists for redistribution (see discussion in ref. 30). However, erosion and redistribution are
both, ultimately, caused by the same collision cascade, are occasionally both modeled using rotating Gaussian
ellipsoids (see refs 11 and 38), and the expansion of the full collision cascade in moment form reveals that each
erosive term has a redistributive counterpart®® 3. Therefore the assumption of similar dependence on q has a
reasonable physical and theoretical basis, in addition to the statistical support observed in Figure 5.

Fit Constraints. The combined model exhibits five free parameter groups per angle: the film thickness h, the
effective fluidity ;7" a measure of beam stress JASY'Y(6), a measure of prompt displacement effects S)%if,},’]‘(ﬂ),
and a lengthscale D associated with the prompt effect. However, we found that attempting to fit each of these
parameters independently for each angular data set was problematic. In particular, the appearance of h in the
denominator of the leading coefficient of the Orchard term couples the values of i, and 5", allowing the mini-
mizer to pursue small decreases in the residual - without changing the relative magnitude of the effect — by mov-
ing these parameters in opposing directions. A similar coupling behavior is seen between the coeflicients Sgi)%’l‘(ﬁ)
and D.

To limit large fluctuations in the fitted values of these parameters, we again used a hierarchical fitting scheme,
allowing v, fA, and C to be fitted independently for each angle, but requiring %, and D to be a global functions
of the form

hy(0) = a + bcos(0). (15)

D) =d (16)

These forms represent the leading terms of a Fourier cosine series, chosen because of assumed symmetry of these
parameters in the irradiation angle. Applying this overall fitting strategy, we obtain the fitted versions of Eq. (13)
displayed in Fig. 1. We see that the fitted models match quite closely the extracted values of R(g). For complete-
ness, we have also fitted the data to various subsets of the mechanisms just described. These results are summa-
rized in Table 1, showing that all three mechanisms contribute significantly to the minimization of modified x>
error.
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